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Figure 1 – Plan view of drill hole and section line locations



2 November 9, 2021

113.3 m, 35 g/t Ag, 0.17% 
Cu, 1.52% Pb, 2.27% Zn

314.1 m, 35 g/t Ag, 0.17% 
Cu, 1.62% Pb, 2.82% Zn 

243.1 m, 30 g/t Ag, 0.10% 
Cu, 1.25% Pb, 4.12% Zn

174.9 m, 32 g/t Ag, 0.15% 
Cu, 1.15% Pb, 2.17% Zn 

68.8 m, 41 g/t Ag, 0.12% 
Cu, 2.20% Pb, 3.80% Zn 

111.0 m, 41g/t Ag, 0.22% 
Cu, 1.32% Pb, 4.32% Zn 

124.6 m, 25 g/t Ag, 0.16% 
Cu, 1.39% Pb, 2.57% Zn

169.8 m, 43 g/t Ag, 0.17% 
Cu, 1.22% Pb, 3.08% Zn 

51.6 m, 52 g/t Ag, 0.08% 
Cu, 1.78% Pb, 2.45% Zn

250 m

Details of intervals for drill holes not described in this current release are 
available in previous press releases

Figure 2 – Cross Section A
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41.6m, 66 g/t Ag, 0.15% 
Cu, 1.08% Pb, 5.00% Zn

199.2 m, 44 g/t Ag, 0.21% 
Cu, 2.02% Pb,3.71% Zn 

204.5 m, 48 g/t Ag, 0.19% 
Cu, 3.16% Pb, 5.32% Zn 

31.9m, 48 g/t Ag, 0.13% 
Cu, 3.51% Pb, 5.23% Zn

77.1m, 119 g/t Ag, 0.26% 
Cu, 7.70% Pb, 13.62% Zn

71.5 m, 20 g/t Ag, 0.14% 
Cu, 1.92% Pb, 3.09% Zn 

114.6 m, 133 g/t Ag, 0.04% 
Cu, 3.60% Pb,4.83% Zn 

181.7 m, 60 g/t Ag, 0.13% 
Cu, 3.77% Pb,4.28% Zn 

89.0 m, 65 g/t Ag, 0.19% 
Cu, 3.29% Pb,6.61% Zn 

250 m

Details of intervals for drill holes not described in this current release are 
available in previous press releases

Figure 3 – Cross Section B


